
                                                                                            
Product Specification 04/2009 

Fraction-No. 340 
 
Sorting fraction: E X P A N D E D  P O L Y S T Y R E N E  
 

A Specification/Description 
Used, completely emptied, system-compatible packaging made of coarse-grained, white 
expanded polystyrene, incl. packaging parts such as labels etc. 

The supplementary sheet is part of this specification! 
 

B Purity 
At least 97 mass % in accordance with the Specification/Description. 
 

C Impurities 
Max. total amount of impurities 3 mass % 

Metallic and mineral impurities with an item weight of > 100 g and packaging chips are not 
permitted! 

Other metal articles  < 0.5 mass % 

Examples of impurities: 
 - Glass 
 - Paper, cardboard 
 - Composite paper/cardboard materials (e.g. beverage cartons) 
 - Aluminised plastics 
 - Other materials (e.g. rubber, stones, wood, textiles, nappies) 
 - Compostable waste (e.g. food, garden waste) 
 

D Delivery form 
 - in 1 m³ or 2.5 m³ big bags or 

 - Transportable bales 

  Dimension and density of the bales must be chosen so as to ensure that a tarpaulin  
  truck (loading area 12.60 m x 2.40 m; lateral loading height min. 2.60 m) can be   
  loaded with a minimum loading of 0,7 t 

 - Dry-stored 

 - Produced with conventional bale presses 

 - Identified with DSD bale label stating the sorting plant No., fraction No. and  production 
  date 

 
 

 


